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TRANSVERSE DECK GROOVING (Revised 8-3-10)
Description.  The requirements of this special provision override Subsection 552.03.12 (E.4) Bridge Deck Surface Texture of the Standard Specifications.  After the Project Manager has accepted the finished deck surface and after the concrete has cured for the specified cure period, saw cut transverse grooves into the finished deck.
[bookmark: Text51][bookmark: Text53]Construction Requirements.  Use grooving equipment capable of saw cutting 3 mm (1 mm) wide, 5 mm (1 mm) deep at 30 mm (2 mm) center-to-center spacing.  Overlapping of grooves by succeeding passes will not be permitted.  Terminate grooves 0.3 meter from the      [face of rail OR face of barriers] and 0.1 meter from the      [paving notch, guard angles OR expansion joints].  Broom texture this area as specified in the Standard Specifications.
Perform the above-described work before allowing traffic on the new deck.
Method of Measurement.  Grooving is measured in square meters as the actual area grooved as specified above.
[bookmark: _GoBack]Basis of Payment.  Include all costs in the unit price bid for Transverse Deck Grooving.
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