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BRIDGE DECK REINFORCING STEEL COVER  (Revised 12-28-09)
Description.  The Department may measure the depth of the concrete cover over the top reinforcing steel of the bridge deck(s) and the deck thickness, using Ground Penetrating Radar (GPR) equipment.  
Construction Requirements.  Schedule three business days for the Department to access the deck.  Ensure the deck is completely bare during the three business-day period, or until the test is complete, to allow full access to the entire surface. The timeframe for access to the bridge deck is after the water cure has been completed and prior to opening the bridge deck to traffic.  The Department will perform the test only on a dry deck. The test may be completed either prior to or after transverse deck grooving or rail construction.  If inclement weather prevents the test from being performed within the three business days provided, the test will be cancelled.  Provide the project manager a minimum of 14 calendar days’ notice for the three business-day access period.  The project manager will coordinate the test with the MDT Materials Bureau (contact: Anson Moffett 444-5407). 
[bookmark: ProjectNo]Method of Measurement and Basis of Payment.  Consider all costs associated with this provision and its requirements incidental to performance of the work.  Include the costs in the cost of other items.     *
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