
714.04 WATERBORNE TRAFFIC PAINT 

Furnish waterborne traffic paint in accordance with Table 714-2. Where the NTPEP method 

is specified, recorded NTPEP results must be within the specifications shown. Blue, red or black 

paint may be used without being NTPEP tested if the base paint is the same chemical 

composition as a NTPEP tested paint. 

714.05 HIGH DURABILITY WATERBORNE TRAFFIC PAINT 

Furnish high durability waterborne traffic paint in accordance with Table 714-3. Where the 

NTPEP method is specified, recorded NTPEP results must be within the specifications shown. 

Blue, red or black paint may be used without being NTPEP tested if the base paint is the same 

chemical composition as a NTPEP tested paint. 

714.06 EPOXY OR OTHER POLYMERIC TRAFFIC PAINT 

Furnish epoxy or other polymeric traffic paint in accordance with Table 714-4. Where the 

NTPEP method is specified, recorded NTPEP results must be within the specifications shown. 

Blue, red or black paint may be used without being NTPEP tested if the base paint is the same 

chemical composition as a NTPEP tested paint. 
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