
551.02.1 Cement 
B. Furnish low-alkali hydraulic blended cement in accordance with AASHTO M 240, Type 

IL, IP, IS, or IT. When fly ash or ground granulated blast furnace slag (GGBFS) is used 
in blended cement, limit the replacement amount to the maximums specified in 
Subsection 551.03.2(A)(5). 
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